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EVALUATION CENTER
Intertek Testing Services Lid.,

PRODUCT EVALUATED
Wood plastic compostte decking

EVALUATION PROPERTY
Flexural strength, Tensile strength, Impact strength, Slip resistance, Fastener
halding test, Coefficient of linear thermal expansion, Water absorption, Density,
Surface hardness,

Report of Testing wood plastic composite board for compliance with the
applicable requirements of the following criteria:

ASTM DE&109-2010, ASTM DG638-2010, ASTM D256-2010, ASTM D2384-2008,
ASTM D1761-2008, ASTM DE96-2008, ASTM DS5T0-2005, ASTM D61711-2009,

ASTM D1037-2006.

TEST REPORT

This report i for the exclusive use of Intertek's Obent and [s provided pursuant to the agreement between Infertek and its
Client, Intartek’s responsibility snd Gability are fimited o the terms and conditions of the agreement, Intertak assumes no
#abillty to any party, other than to the Clent in accordance with the agreement, for any loss, expense or damage
pecasianed by the wse of this repart. Only the Client is authorized 8o parmit copying or aistribution of this repart and then
oy in its entirety. Any use of the Intertek name or one of its marks for the sale or advertisement of the tested material,
product or service must Ffrst be approved in writing by Intertek, The observations and test resuils in this report are refevant
oy to the sample tested. This report by fself does not imply that the material, preduct, or service is or has ever been
| wnder an Intertek certification program. "

This repori may only be revised within the relentan period uniess the standard or applicable requirements have changed.
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